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Annex A (normative)
Offgassing evaluation report - DRD

A.1 DRD identification

A.1.1 Requirement identification and source document

This DRD is called from ECSS-Q-ST-70-29, requirement 4.6.1b.

A.1.2 Purpose and objective

The purpose of the document is to describe the contents of the offgassing evaluation report.

A.2 Expected response 

A.2.1 Scope and content

<1> Materials, assembled articles and racks designation

a. The report shall contain the following information for the material:

1. ID
2. Type of product
3. Chemical nature
4. Manufacturer
5. Procurements
6. Standards specifications
7. Summary of processing parameters.

b. The report shall contain the following information for the assembled articles and racks:

1. Designation of the item
2. List of contents
3. Manufacturer
4. Reference and serial number
5. Application
6. Location.

c. The report shall contain the description of the samples.

<2> Test equipment

d. The report shall contain the volume of the test chamber.

<3> Test procedure

e. The report shall contain the following information:

1. Test temperature duration
2. Test atmosphere (normal air, enriched oxygen concentration, nitrogen)
3. Test pressure at room temperature.

<4> Test result

f. The report shall contain the following information:

1. Result of analysis
2. Projected spacecraft volume.

g. The report shall contain any observation during and after the test on material, assembled article or rack.

NOTE  Results are expressed in g/g or g/cm2.

A.2.2 Special remarks

None. 
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