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Annex A  (normative)
Test result sheet - DRD
A.1 DRD identification

A.1.1 Requirement identification and source document

This DRD is called from ECSS-Q-ST-70-13, requirement 5.4.1a.

A.1.2 Purpose and objective

The purpose of the test result sheet is to summarize the test results.

A.2 Expected response 

A.2.1 Scope and content

a. The test result sheet shall contain the trade names of the materials under test.

b. The test result sheet shall contain the batch numbers of the materials under test.

c. The test result sheet shall contain name of manufacturer or supplier through whom the purchase was made.

d. The test result sheet shall contain summary of the preparation and conditioning schedule.

NOTE  This can be for instance the mixing proportions, coating thickness, cure time and temperature, post­cure or cleaning procedure.

e. The test result sheet shall contain details of the testing room environment conditions and test equipment.

f. The test result sheet shall contain details of the test parameters outlined in Annex B.

NOTE  This also includes any variation in testing environment conditions.

g. The test result sheet shall contain details of equipment used for visual, mechanical, chemical and physical property measurement or inspection, as outlined in Annex B and test specifications where they exist.

h. The test result sheet shall contain the number of sample tests.

i. The test result sheet shall contain the results of the values obtained for peel or pull­off strength.

j. The test result sheet shall contain the peel strength indicated by the manufacturer of the pressure­sensitive tape used.

k. The test result sheet shall contain the results of any failure analysis carried out according to clause 5.3.

l. The test result sheet shall contain the mode of fracture and any photographic records.

NOTE  An indication of the various fracture line is given in Figure C-1.

m. In case of failures, the test result sheet shall contain the following details of failure mode:

1. deficient design;

2. poor workmanship;

3. wrong fabrication or application procedure;

4. wrong choice of materials;

5. others.

A.2.2 Special remarks

n. The supplier may use the template given in Figure A-1. 
	Materials Section, Product Assurance Division, ESTEC

	Sample details
	
	
	

	1.
Description and history of sample:
	
	

	2.
Trade name:
	
	

	2.
Batch number:
	
	

	4.
Coating or finish material manufacturer:
	
	

	5.
Supplier through whom material is purchased:
	
	

	6.
Coating or finish prepared by:
	
	

	7.
Summary of preparation schedule:
	
	

	8.
Number of samples submitted:
	
	

	9.
Criteria for test, e.g. lowest acceptable peel or pull­off strength:
	
	

	10.
Project and cost code number:
	
	

	Date:
	Originator:
	
	Telephone:
	

	
	
	
	
	

	Test results
	
	
	
	

	11.
Test equipment:
	
	
	

	12.
Test temperature:                  °C
	
	13. Relative humidity:                   %

	14.
Speed of testing:                  cm/min
	
	

	15.
Sample number
	16.
Peel strength of tape employed *
	17.
Peel or pull­off strength of sample **
	18.
Mode of fracture, see Figure 3
	19.
Further examinations

	
	
	
	
	

	
	
	
	
	

	
	
	
	
	

	
	
	
	
	

	Conclusions
	
	
	
	

	
	
	
	
	

	
	
	
	
	

	
	
	
	
	

	
	
	
	
	

	Date:
	Test engineer:
	
	Approval:
	

	
	
	
	
	

	*
as indicated by manufacturer, the peel strength of tape when sample separation commenced is underlined.
**
from chart record


Figure A-1 : Example of test result sheet
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