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Annex A  (normative)
Red-plague evaluation report - DRD

A.1 DRD identification

A.1.1 Requirement identification and source document

This DRD is called from ECSS-Q-ST-70-20, requirement 5.4.1a.

A.1.2 Purpose and objective

The aim of this report is to provide relevant information about the test method to determine the suitability of silver­plated wire and cable materials for use on spacecraft and associated equipment.

A.2 Expected response 

A.2.1 Scope and content

a. The evaluation report shall uniquely identify the test.

b. The evaluation report shall identify the wire or cable as described in 5.1.2a.

c. The evaluation report shall list the inspection and test results as described in 5.3.1a6 and 5.3.1b.

d. The evaluation report shall refer to photomicrographs as described in 5.3.1a.4.

e. The evaluation report shall contain the date of test completion.

f. The evaluation report shall contain the signature of the inspector.

A.2.2 Special remarks

g. The supplier may use the template given in Annex B.

Annex B  (informative)
Example of red‑plague evaluation report template
Figure B-1 presents an example of template that can be used to present the red‑plague evaluation report specified in Annex A.
	Red­plague test report sheet

	Test number
	Wire or cable designation
	Inspection results

Extent of corrosion, additional discrepancies, metallography results and observations 
(e.g. a. Braid, b. Inner braid, c. Inner conductor)
	Date of text completion
	Signature of inspector

	
	
	Sample 1

(as received)
	Sample 2

(following 10-day test)
	
	

	






















	
	
	
	
	


Figure B-1 : Example of red­plague test report sheet
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