ECSS-Q-ST-70-45C
31 July 2008
[image: image1.png]


 DOCPROPERTY  "ECSS Standard Number"  \* MERGEFORMAT 
ECSS-Q-ST-70-45C

31 July 2008

Annex A (normative)
Request for mechanical testing of materials – DRD

A.1 DRD identification

A.1.1 Requirement identification and source document

This DRD is called from ECSS-Q-ST-70-45, requirement 5.11a.

A.1.2 Purpose and objective

The document "Request for mechanical testing of materials" specifies the test activity requested by the customer for mechanical testing of metallic materials. The request for mechanical testing is basis for the supplier to submit a proposal for the relevant test activity.

A.2 Expected response 

A.2.1 Scope and content

<1> Background information

a. Information to the technical, business agreement and project background of the test activity shall be described.

<2> Objective of test activity

b. The objective of the requested test activity shall be described.

<3> Material identification

c. Material, designation, heat treatment, form and configuration, procurement source shall be identified.

<4> Test definition

d. Environment, number of tests and measurement techniques shall be identified.

e. Reference to applicable standards shall be given.

<5> Test output

f. The requested test output shall be specified.

NOTE  For example: Number of cycles, determined crack length and crack growth rates.

<6> Additional request

g. Any other specific customer request shall be specified.

A.2.2 Special remarks to document title

h. The document shall be titled “[insert a descriptive modifier] – Request for mechanical testing of materials”. 

i. The descriptive modifier shall be selected to clearly identify the applicable product.

NOTE  1
For example: “Measurement of fracture toughness of AA 7175-T7351 plate – Request for mechanical testing of materials”.

NOTE  2
For example: “Fatigue crack propagation behaviour of Ti-6Al-4V STA sheet at different stress ratios – Request for mechanical testing of materials”.
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