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Annex A  (normative)
Evaluation report of the measurement of thermo-optical properties of thermal control materials– DRD

A.1 DRD identification

A.1.1 Requirement identification and source document

This DRD is called from ECSS-Q-ST-70-09, requirement 4.3.1b.

A.1.2 Purpose and objective

The purpose of the document is to describe the contents of the evaluation report of the measurement of thermo-optical properties of thermal control materials. 

A.2 Expected response 

A.2.1 Scope and content

a. The report shall contain the trade names and batch numbers of the materials under test.

b. The report shall contain the name of the supplier through whom the purchase was made.

c. The report shall contain the summary of the preparation and conditioning schedule. 
NOTE  E.g. mixing proportions, coating thickness, cure time and temperature, post­cure, cleaning procedure.

d. The report shall contain the test method description and calibration.

e. The report shall contain any noticeable incident observed during the measurement.

f. The report shall contain the deduced results.

A.2.2 Special remaks

None. 
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