
Typical materials or assemblies that can be evaluated by means of this test 

method are listed below.  

• adhesives; 

• adhesive bonded joints; 

• coatings (paint, thermal and protective); 

• insulating materials; 

• metallic bonded joints; 

• metallic samples, finished by plating or chemical conversion; 

• metallized plastic films; 

• organic or nonorganic bonding; 

• plated surfaces; 

• potting compounds; 

• reinforced structural laminates; 

• sealants. 

NOTE  This is not an exhaustive list and other products 

or items can be tested. 

 


