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Adhesive bonding test report -DRD
[bookmark: _Toc60665666]DRD identification
[bookmark: _Toc60665667]Requirement identification and source document
This DRD is called from ECSS-Q-ST-70-16, requirement 7.3a
[bookmark: _Toc60665668]Purpose and objective
The purpose of this document is to provide a detailed adhesive bonding test report containing all steps performed for the verification of the adhesive bonding process including all obtained results and conclusions of the test.
[bookmark: _Toc60665669]Expected response
[bookmark: _Ref508709165][bookmark: _Toc60665670]Scope and content
0. The adhesive bonding test report shall contain the following information 
Test objective
Reference to the applicable adhesive bonding test plan in conformance with DRD in Annex B
Test items 
Adhesive and adherend materials
Representativeness of test items vs flight configuration
Reference to adhesive bonding procedure in conformance with DRD in Annex A 
Number of individual test items and test item sets tested during verification test sequence
Verification test sequence
List and designation of test item sets
Applicable test procedures
Applicable test standards
Applicable inspection procedures
Sequence of consecutive exposures and inspections performed during verification sequence on each item set
Individual test item test results
List of nonconformances
Status of the process verification and definition of the process validity
Reference for adhesive bonding procedure can include the reference to record from manufacturing of bonded assembly or to manufacturing report.
[bookmark: _Toc60665671]Special remarks
None. 
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